


Multiple span data assumes uniform load is present on three spans 
(deflection = .0069wL4/EI).  This formulation is consistent with and 
slightly more conservative than the plank span data promulgated by the 
Western Woods Product Association and others.  Multiple span values 
are applicable to planks continuous over at least two spans. 
 
SIZES
Popular dimensional lumber sizes are typically stocked up to 24’ lengths.  
Larger timbers, particularly for marine construction, are manufactured to 
order in virtually any transportable length.  Cross sections include: 
 

Nominal Size (Inches)

2 x 4 Board

2 x 6 Board

2 x 7 Board

2 x 8 Board

2 x 8 Actual Board

2 x 10 Board

2 x 12 Board

3 x 10 Board

3 x 4 Board

3 x 8 Board

4 x 4 Board

4 x 6 Board

2 x 10 Board with T & G

3 x 10 Board with T & G

6 x 6 Board

1 ~ 1/2" x 5 ~ 1/2"

1 ~ 1/2" x 6 ~ 1/2"

2" x 8"

Actual Size (Inches)
1 ~ 1/2" x 3 ~ 1/2"

2 ~ 1/2" x 3 ~ 1/2" 

1 ~ 1/2" x 7 ~ 1/2"

1 ~ 1/2" x 11 ~ 1/2"

2 ~ 1/2" x 7 ~ 1/2" 

1 ~ 1/2" x 9 ~ 1/2"

2 ~ 1/2" x 9 ~ 1/4"

5 ~ 1/2" x 5 ~ 1/2" 

3 ~ 1/2" x 3 ~ 1/2" 

3 ~ 1/2" x 5 ~ 1/2" 

1 ~ 1/2" x 8 ~ 3/4" w/ T&G

2 ~ 1/2" x 8 ~ 3/4" w/ T&G

 
 
 WARRANTY 
Each user of Structural Lumber products is solely responsible for determining the suitability, safety, and effectiveness of any application or use of 
the product.  Structural Lumber products come with a limited lifetime warranty.  The product is warranted against termites, decay, mold or facial 
fractures.  Contact Trimax Building Products for specific limited warranty coverage. 
 
MAINTENANCE 
Structural Lumber products are unaffected by most corrosive substances and will not absorb moisture.  To maintain the original finish, clean the 
lumber with soap and water.  No sealing or painting is required; as a general rule, paint will not adhere well to these products. 
 
Graffiti can be cleaned from the plastic lumber with the use of a conventional all-purpose cleaner or petroleum-based cleaner.  If the skin or 
surface layer of plastic lumber becomes marred or blemished, it is possible to sand off the top skin.  The surface can also be buffed to eliminate 
abrasions. 
 
ADDITIONAL INFORMATION 
Structural Lumber has a melt temperature of approximately 270°F and a flash-point of approximately 620°F.  It has a higher flashpoint than wood, 
and it must be exposed to a severe combustion source for a longer period than wood to ignite the product.  But like wood, when exposed to a 
combustion source for a long enough period, it will burn.  Should a flame occur, extinguishing media should be dry chemical, foam, carbon 
dioxide, or water spray; water should be applied from a fogging nozzle. 
 
Trimax Structural Lumber products have been tested under repeated hygrothermal conditions (freezing, thawing and wet conditions) as 
established by the ASTM and are proven to maintain their mechanical properties.  Trimax® Structural Lumber has been submitted to and is under 
evaluation by International Code Council (ICC). 
 
TECHNICAL SERVICES 
Technical inquiries should be directed to Trimax Building Products at 1-877-9TRIMAX (1-877-987-4629), by fax at 765-643-3275, or visit 
our website at www.trimaxbp.com.   
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